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Quantitative plastic strain measurement
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Figure 4. (a) Backscattered electron images h5, h8, hll and hl4 from figure 3; (b) their
corresponding discrete Fourier transforms (DFTs) and (¢) a horizontal line profile across the centre
of each DFT and showing a decrease in the centre peak width with increasing distance from the
crack tip to the image location.

making the individual grains less apparent and the overall image less sharp. This
is a result of significant crystal rotations and residual plastic strain within these
grain patches. Grain boundary edges, slip lines and secondary grain boundary
cracks were also observed in those grains close to the fatigue crack.

In order to quantify the changes in image characteristics, the DFT was
performed on each BSE image using the fast Fourier transform algorithm applied
via the ‘fft2’ function in MATLAB (MathWorks, Natick, MA, USA). The ‘fftshift’
and ‘log2’ functions were employed to improve the output image quality by
shifting the zero frequency to the DFT image centre, and enlarging the detailed
frequency information, respectively. Figure 4 shows this analysis for four example
images taken at 561 um intervals directly ahead of the crack. Figure 4b shows the
magnitude of the DFT and a distinct trend in the extent of the central peak
with distance from the crack tip is apparent. This sharpening with increasing
distance was quantified by plotting the profile of the magnitude component of the
DFT across its horizontal centre line, as shown in figure 4¢, and evaluating the
FWHM in these profiles. In more detail, symmetry of the DFT plot was assumed
and the left half of these profiles was smoothed using the adjacent-averaging
method with a five-point window and then an exponential curve fitted prior to
measuring the FWHM, as shown schematically in figure 5. Figure 6 shows the
FWHM distribution in front of the crack tip. The FWHM decreases dramatically
with increasing distance ahead of the crack tip. The FWHM remains constant
beyond 2 mm, indicating a baseline resulting from the frequencies in the images
associated with the undeformed microstructure.

The results from the in situ uniaxial tensile test were used to quantify the
relationship between the residual plastic strain level and the FWHM of the
DFT magnitude. In order to obtain a detailed stress—strain relationship, an
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Figure 5. A schematic showing the process of fitting line profiles and measuring the full width at
half the maximum of the profile. Line profiles were first smoothed using an adjacent-averaging
five-point window. The left half of a smoothed profile was then fitted to an exponential curve.
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Figure 6. The full width at half the maximum of the discrete Fourier transform profiles plotted as
a function distance from the crack tip for the images along the line ahead of the crack.

additional ex situ tensile test was carried out on the large dog-bone specimen
using a conventional tension-compression test machine (Denison Mayes SM100).
Displacement data were determined using two-dimensional DIC employing a
LaVision DaVis/StrainMaster v. 7.1 system. Strains were determined using a
gauge length of 42.4mm within the overall specimen gauge length of 80 mm
so that, following the onset of plasticity, the images for the DIC were acquired
in an equivalent region to the BSE images. The engineering stress—strain curve
generated (figure 7) shows that the material yields at about 0.4 per cent strain.
In figure 7, the arrows below the stress—strain curve indicate the five strain
increments at which the in situ tensile test was interrupted to acquire the BSE
images (115 x 115 pm) that were processed using the same procedure as described
in the previous paragraph. The mean FWHM of the DFT at each strain increment
was plotted, as shown in figure 8, and a polynomial fitted to create a calibration
curve that could be used to determine the strain from the BSE images recorded
from the CT specimen.
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Figure 7. Engineering stress—strain curve obtained for the commercially pure titanium; the arrows
indicate the strain increments at which the in situ uniaxial tensile test was interrupted to collect
backscattered electron images.
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Figure 8. The full width of half the maximum (FWHM) of the discrete Fourier transform (DFT)
as a function of the engineering strain based on images recorded at increments of plastic strain
during an in situ tensile test; note that the elastic strain of 0.6% has been subtracted from the
data and that error bars represent 2 x s.d.

The calibration curve in figure 8 was used to estimate the level of plastic strain
in each of the 225 BSE images shown in figure 3 after applying the DFT and
calculating its FWHM. The results are shown in figure 9 as a map of residual
plastic strain in which each coloured tile represents an average residual plastic
strain for a 187 x 187 um area based on 115 x 115 um images spaced with a
centre-to-centre distance of 187 um.

The overall shape of the plastic zone around the crack tip, shown in figure 9, is
oblate with a Dugdale-type area of high strain extending about 1.5 mm ahead of
the crack and about 0.5 mm on both sides of the crack. The plastic strain exhibits
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Figure 9. Map of plastic strain around the crack tip (0, 0) based on the full width of half the
maximum of the discrete Fourier transforms of images obtained for the tiles shown in figure 2,
together with the thermoelastic stress analysis data (white line) and estimates of the plastic
zone size based on approaches of Dugdale’s (green line) and Irwin’s (blue line; dimensions in
millimetres).
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high values in the crack wake and at the crack tip, with a maximum value of
18 per cent, which decreases dramatically with distance from the crack tip.

4. Discussion

The effects of the instrument parameters associated with the electron imaging
conditions need to be assessed before further discussion. It was expected that
changes in brightness would not change the shape of the peak in the DFT, because
the frequency distribution of the image remains the same. Increases in brightness
may increase the counts within the DFT peak, which means that the peak will be
extended along the y-axis, but the FWHM will not be changed. An increase, in
contrast, will increase the difference in brightness level between bright and dark
pixels, but will not change the image frequency distribution. Images of the same
microstructure patch were collected using three different brightness levels and
then using three widely varying contrast levels. The resulting FWHM analyses
found variations of less than 2 per cent, confirming that neither the brightness
nor contrast affects the underlying FWHM analysis.

Nevertheless, the magnification of a BSE image will influence the DFT peak
because a different field of view will be present for the same image size. Thus,
a low magnification BSE image will contain more grains and the channelling
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bands within the grains will be finer in scale than for a higher magnification
image of the same sample, resulting in a wider DFT distribution for the lower
magnification image. At the other extreme, when the magnification is too high,
there will be insufficient grains sampled to provide statistically significant data,
and observations show that the DF'T become asymmetric and noisier. Therefore,
it is important that images are acquired at an appropriate magnification for
the grain size of the material being studied. In this study, the average grain
size was approximately 10 um. The appropriate magnification was found by
plotting the FWHM for a data patch with a plastic strain of about 6 per cent
containing a constant number of pixels as a function of magnification with the
range defined by the limits described above. At 400-500x magnification, the
FWHM was nearly constant and it diverged to high and lower values below
and above this range, respectively. Thus, 500x was selected as an appropriate
value for the magnification. It is also essential that the imaging conditions,
such as working distance, objective aperture, beam convergence and spot size
remain constant for both the calibration and fatigue samples in order to avoid
introducing errors. The strain determined is an average for the field of view
of the image so a smaller field of view would allow a higher spatial resolution
for the evaluation of strain, but at a cost of more noise in the DFT. The
spatial resolution of the technique can be varied by adjusting the centre-to-
centre spacing of the images, i.e. overlapping the images would increase the spatial
resolution compared with the example given here, which has a spatial resolution
of £93.5 pm.

The strain calibration procedure is another aspect that needs to be considered
briefly. The assumption in the DFT calibration presented above is that an equi-
valent breakdown in channelling conditions, associated with a given distribution
of dislocations, occurs for the same equivalent strain, regardless of the strain
path. Indeed, the two strain paths in this work are considerably different, i.e. a
uniaxial strain distribution with measurements taken during monotonic loading
compared with a tri-axial strain distribution at the crack tip induced by high-
cycle tension—tension fatigue with measurements taken after loading. Previous
studies (Davidson & Lankford 1980; Konig & Blum 1980) indicate that fatigue
specimens can be expected to have a higher dislocation density for an equivalent
strain level than uniaxial tension specimens. Thus, the strain deduced for the
fatigue sample based on the calibration using the uniaxial sample might be an
overestimate of the actual strain to some small extent. Nevertheless, the form of
the relationship in figure 8 is consistent with the changes in angular resolution
of channelling bands around crack tips in fatigued specimens and the subsequent
conclusions of Crompton & Martin (1980).

An alternative to using a tensile test for calibration might involve carrying
out an in situ uniaxial fatigue test with a prescribed stress amplitude and load
ratio and collecting a series of BSE images as a function of cycles, but such a
test would be somewhat difficult to define and execute, and would be limited
by a lack of knowledge of the equivalent strain developed over a given number
of cycles.

The error bars in figure 8 represent 2 times the standard deviation, i.e.
95 per cent confidence limits, based on evaluations of the FWHM obtained from
six different areas on the tensile specimen collected at each of the six strain
levels. Based on these error bars, the precision of the technique would appear
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to be of the order of five pixels for the FWHM; thus, the strain sensitivity is of
the order of 0.5 per cent strain. These values were confirmed by taking a series
of six measurements at locations of zero strain 5 mm ahead of the crack and an
additional six measurements on the virgin tensile specimen; the FWHM had a
constant value of 65.5 and 68 pixels, respectively, with standard deviations of
3.209 and 3.899, respectively. These standard deviations represent the noise level
in the measurements and correspond to the minimum measurement sensitivity,
whereas the FWHM values provide the background or zero level in the absence
of plasticity, which were subtracted from measured values before plotting them
in figures 8 and 9.

An additional consideration is whether there is any change in the FWHM
values for a region that has been plastically strained when the measurements
are taken in the loaded or unloaded state. This was checked by considering a
data patch in the calibration specimen that had been subjected to 22 per cent
strain and it was found that the mean FHWM values for six measurements
were 252.5 and 252.8 pixels for the loaded and unloaded cases, i.e. there is no
significant difference.

Figure 9 clearly reveals the decay in the local plastic strain distribution with
distance from the crack tip, which is to be expected from traditional fracture
mechanics models. In addition, significant scatter is seen in the strain levels
within this decaying plastic zone. This scatter is to be expected because of
the material heterogeneity that arises from the inter-granular variations in
material morphology, but some scatter will arise from measurement uncertainties.
Nevertheless, three BSE images for each of positions h1-h15 were collected on two
entirely separate occasions, providing a total of six different measurements at each
position, and the difference in the processed FWHM was found to be within £3
pixels. Thus, the variations in measured strain in the plastic zone, which are of
the order of hundreds of pixels of FWHM, appear to be associated with real
effects and not just experimental uncertainty.

Patki & Patterson (2010) compared the plastic zone size 7, estimated using
TSA with those determined using the theory proposed by Irwin (Ewalds &

Wanbhill 1991):
1 [ K]
2y =~ [—I] : (4.1)

T 0oy

where 27y is the Irwin plastic zone diameter, Ki is the applied stress intensity
factor and o, is the yield stress of the material. The agreement between
experiment and theory was within about 0.2 mm when the stress intensity factor
range, AK], determined from TSA measurements was used in equation (4.1),
rather than Kj. Thus in figure 9, a comparison has been made of the crack tip
plastic zones determined from the TSA and BSE data obtained in this study
with those based on the expressions proposed by Dugdale and Irwin (Ewalds &
Wanhill 1991). The value of AK; (23.8 MPa,/m) was found using the multiple
point over-deterministic method to fit a Muskhelishvili-type description of the
crack tip stress field to the measured TSA data following the method described
by Diaz et al. (2004), which was implemented in the software algorithm, FATCAT!

! Available from www.experimentalstress.com.
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There is excellent agreement between the extent of the plastic zone ahead of the
crack tip found using TSA measurements and the value estimated using Irwin’s
approach (figure 9); and good agreement between the size of the plastic zone
found using the BSE measurements and the value estimated using Dugdale’s
expression. Although this level of agreement is encouraging, it should be noted
these theoretical expressions are based on the continuum principles of linear
elastic fracture mechanics, which take no account of dislocation distribution
or movement, or how these will be affected by local grain structure and
orientation variations.

The plastic zone found from the TSA data is smaller than that determined
from the BSE images, but of the same order of magnitude with its boundary in
the direction perpendicular to crack growth corresponding to 3-5% plastic strain
measured from the BSE images. Ahead of the crack, the boundary of the plastic
zone found from the TSA data corresponds to 5-7% plastic strain evaluated from
the BSE images. The two experimental approaches are based on different physical
principles and so some difference in results would be expected. The data from the
BSE images are based on detecting the disruption of the grains by the residual
dislocations resulting from plastic deformation. By definition, this disruption
will not disappear when the load is removed, as was necessary for the fatigue
crack observations in the SEM; however, the removal of the load could have
caused some reverse plasticity as a consequence of compatibility requirements
between the crack tip plastic zone and the surrounding elastic region. This reverse
plasticity could have influenced the measurement of the plastic strain in the
region closest to the crack tip but would not affect the maximum extent of
plasticity detected. The evaluation of the plastic zone from the TSA data is
based on identifying the region in which the generation of heat by dislocation
movement is sufficiently large to cause adiabatic conditions to be lost, i.e. a heat
flux or transfer occurs during fatigue loading. A higher density of dislocations will
generate a larger heat flux, which will be easier to detect as a phase difference
and will tend to occur closer to the crack tip. At lower loading frequencies,
though still high enough to maintain adiabaticity in the elastic field, there is
more time for heat transfer to occur and so the TSA measurements, based on
phase difference, will show greater sensitivity to the heat generated by plastic
deformation. Consequently, a lower density of dislocations is likely to generate
sufficient heat to produce a measurable phase difference and so lower levels of
plasticity will be detectable. This concurs with the observations by Tomlinson
et al. (2011) that the plastic zone size measured using TSA was smaller at
higher frequencies.

Both TSA and the new technique proposed here based on FWHM of BSE
images have the significant advantage that they allow the identification of the
elastic—plastic boundary without a prior knowledge of the elastic limit of
the material. This is potentially important in materials for which the yield
behaviour might be a function of the load history. The use of FWHM on BSE
images, as described here, also allows the magnitude of the plastic strain to
be evaluated within the plastic region. These novel attributes of the technique
should be useful in enhancing our understanding of the development of fatigue
damage in metals for which the development of plasticity ahead of a propagating
crack is the first step and is followed by void formation and coalescence to
form the crack.
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BSE imaging is a common imaging mode in the SEM for studies on metals,
so this approach could be easily applied to measure mesoscale heterogeneous
plasticity in other kinds of deformation, such as bending, compression and
in creep tests, or on components with complex geometries. However, there
are some restrictions in terms of the types of materials because in order to
acquire statistically significant information, there needs to be sufficient grains
in the field of view and therefore, materials with a large grain size will decrease
the spatial resolution of this method. Another consideration is that the materials
need to be single-phase, or multi-phase with large primary-phase grains and
very small secondary-phase particles, so that the DFT is effectively applied
only to the primary-phase grains in the image. In materials with approximately
equal amounts of two different phases, the contrast of BSE images will tend
to be dominated by intensity differences between the phases, which result
from the influence of atomic number on BSE yield, instead of the differences
in the BSE yield resulting from variations in channelling behaviour arising
from dislocations. Consequently, the DFT will be a function of the shape and
quantity of these phases, which will mask the changes associated with changes in
dislocation density.

Secondary electron images were considered as an alternative to BSE images
and although on visual inspection they reveal a distinct variation in surface
topology in the immediate vicinity of the crack tip, it was not possible to
obtain quantitative information of the nature reported here. BSE images are
much less sensitive to surface topography and contain information from greater
crystal depths, allowing the crystallographic changes associated with changes in
dislocation density to be assessed.

An additional major advantage of the proposed technique is, as previously
mentioned, that it allows the extent of plasticity to identified without a prior
knowledge of the elastic limit of the material, primarily because it is based on
the underlying mechanism that drives plastic strain, i.e. the creation of residual
dislocations. The technique is also non-destructive and has variable spatial and
temporal resolutions that are functions of the pitch and size of the image patches
or facets used to capture the data.

In its current state of development, this approach to mapping the strain
is somewhat tedious. While it is beyond the scope of this study, the method
is conducive to a high degree of automation. Using stage-controlled scanning,
readily available on modern SEMs, the BSE image pattern collection can be
easily automated. Likewise, it should be possible to integrate the post-processing
and DFT calculations of the images with the collection automation, in a manner
similar to that performed with the pattern collection and Hough transforms
involved with modern EBSD systems (Adams et al. 1993). These steps should
greatly enhance the speed and flexibility of the method.

5. Conclusions
The plastic strain around a fatigue crack has been successfully evaluated using a
novel technique based on using the DFT to analyse the structure of BSE images
from a CT specimen of commercial purity Ti. The FWHM of the magnitude
of the DFT of the BSE images was used as a measure of the level of plasticity
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based on the distortion in the texture of grains caused by residual (GNDs and
SSDs) dislocations. The technique was calibrated using images obtained from a
uniaxial tension test performed in situ in the SEM so that the magnitude of the
average plastic strain in the field of view of an image could be related to the
FWHM for the image. After a fatigue crack had been propagated to a length of
5.88 mm, 225 BSE images 115 x 115 um were collected in an array occupying a
2.8 x 2.8 mm square around the crack tip and a map of plastic strain evaluated
for this area. The measured plastic zone size and shape were assessed during
the fatigue loading using TSA and the results from the two techniques are in
general agreement and correlate with estimates of plastic zone size based on the
theoretical expressions owing to Irwin and Dugdale evaluated using the measured
range of the stress intensity factor during the fatigue cycle. This new approach
may prove to be useful for measuring local heterogeneous plastic deformation in
other applications when there is a dominant primary phase present; however, it
has great potential in assisting to identify the role of the crack tip plastic zone in
crack closure and plasticity-induced shielding.
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