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It was thought on account of its extreme position in the Volta series that 
this element might yield remarkable results. A carbon surface was first 
prepared by coating a lead cathode with ordinary graphite stove-polish. 
This did not give satisfactory results, so a cathode was cut out of an old 
gas-carbon battery plate about 5 mm. thick. This was well washed, dried, 
and ignited in a muffle, and finally the surface was ground flat with emery. 
After long continued running and pumping the gas which it gave off was 
apparently exhausted, but it proved quite impossible to get reliable readings 
in oxygen, owing no doubt to the formation of oxides of carbon. A few single 
readings, however, show definitely that its dark space length is not greater 
than that of silver.

In hydrogen some successful observations were made with results given 
below.

Carbon—H y d rogen.
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By means of another and smaller discharge tube some rough measurements 
were made with liquid electrodes. The tube was in this case vertical; the 
surface of the liquid itself formed the cathode, the anode being an aluminium 
plate.

!�����* .—This metal acted quite well as a cathode when perfectly pure 
and superficially clean. I t  showed no outstanding peculiarities which would 
warrant the trouble of making a special apparatus for the determination of 
its constants. These appear much the same as those of zinc.

��	�������"��� .—When the mercury was replaced by concentrated 
sulphuric acid it gave off such volumes of vapour, when used as a cathode, 
that it was impossible to make measurements at constant pressure. When 
the surface was used as an anode, although the volume of gas liberated 
by electrolysis would be the same, this did not occur (a very interesting 
point, since mercury did not behave in this way), so that it was possible, 
by the use of the aluminium disc as cathode, to get the aluminium value
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for the dark space at the prevailing conditions, and then by instantaneously 
reversing the current obtain a rough comparative value for the sulphuric 
acid. This was found to be about the same as the aluminium one.

Experiments on the Surface Configuration.
In order to ascertain how far roughness, as apart from cleanness, of the 

cathode surface affected the results, a plate of zinc was taken and the entire 
surface cut in parallel grooves in a shaping machine. The grooves were 
contiguous and about 0'5 mm. deep, so that the actual surface area of the 
cathode was increased some 50 per cent. A series of readings were taken, 
when it was found that, so long as D was measured from a point about 
half way down the grooves, the values of all the constants were practically 
identical with those for the flat plate. This definitely shows, first, that mere 
roughness, even of an exaggerated kind, does not affect the discharge, and 
secondly, that the current factor B depends on the mean normal current 
density so long as the irregularities of surface are small compared to D. 
{Compare with results in previous paper on curved cathodes.)

Experiments with Perforated Cathodes.

The subject of cathodes with discontinuous surface is a very complex one, 
and one of peculiar interest, inasmuch as the whole of the work on positive 
rays has been done with their aid. On this occasion two cases only were 
considered, which are rather to be regarded as tentative experiments in a 
new field than properly part of the work now described.

Commercial perforated zinc was used in these experiments. The perfora
tions were about 1*2 mm. in diameter, and so numerous that they took up 
approximately half the surface. In the first case, 3 mm. in front of the zinc 
cathode already used, a disc of the same size was mounted on thin metallic 
supports ; if it was put further away, the* discharge struck back through the 
perforations.

With this arrangement it was found that, notwithstanding the enormous 
reduction in the surface of metal immediately exposed, the current actually 
passed more easily than with the plane zinc cathode, streamers of light, 
doubtless due to positive rays pouring past the perforated plate upon the 
other, could be seen behind the holes, and the light in front of the cathode 
was certainly more intense in front of the perforations than elsewhere.

As soon as a series of readings had been taken, a plate of mica was 
introduced at the back of the perforated plate to prevent the streams of 
positive rays reaching the plate behind. The cathode now carried considerably

Mr. F. W. Aston. Influence of Nature [Aug. 23,
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less current than the plane one, the dark space being correspondingly 
larger.

These perforated cathodes were the only ones that showed any marked 
tendency to diverge from the normal behaviour expressed by the two 
empirical equations already quoted. The values given to their constants 
in the tables are only approximate.

Primary Dark Space*—All the cathodes used in hydrogen exhibited a
primary dark space of approximately the same dimensions with that gas.

Behaviour of the Anode.—Towards the end of this research, the anode, 
which had been used continuously the whole time, gave evidence of a new 
and interesting phenomenon. This was the anode dark space described in a 
letter to ‘ Nature.’! I t  was thought that the presence of this surface-fatigue 
effect might interfere with the accuracy of the voltage readings, so the 
cathode under observation at the time was removed, and the original 
aluminium one replaced. Although this did not affect the appearance 
of the anode dark space, the original values of the voltage, etc., were given 
again within the limits of experimental error, a very satisfactory check 
on any changes in the apparatus which might have occurred during the 
time over which the experiments extended.
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Table of Constants.

Oxygen.

1
A.

1
B. E. F. F/A. Di- V |* Vi/D l

Mg ....... 4-8 0-41 310 13 -5 283 0-890 434 486
A1 ...... 5-7 0-43 310 17 -5 302 1 -035 492 483
Fe ....... 8-5 0-38 337 26 -0 306 1 -230 597 484
<Ju ....... 8 *9 0-40 340 28 -5 318 1 -290 630 487
Zn ....... 7-3 0-43 335 23 -5 322 1 -170 570 487
Ag ....... 10 -9 0-36 350 33 -0 303 1 -470 697 475
Sn ....... 7-9 0*40 363 24 -0 304 1 -190 603 508
Pt ....... 8-8 0-40 335 30*0 340 1 -240 627 505
Pb ....... 8-7 0-41 340 31 -5 362 1 -280 650 507
Z ' ........... 6-6 0-43 350? 24 -0 — 1 -128 566 —

Z" ....... 8-3 0-43 350 33 -0 — 1 -290
|

678 —

(Z', perforated zinc. Z", perforated zinc backed with mica.)

* F. W. Aston, ‘ Roy. Soe Proc.,’ 1907, A, vol. 80, p. 45. 
t  ‘ Nature,’ May 2, 1912.
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Hydrogen.
... ............ "

A. B. E. F. F/A.

Mg ........... 23 0 39 190 50 217
A 1............... 23 0-41 170 66 287
F e ............... 34 0 *44 260 91 267
Cu............... 47 0*45 300 130 277
Z n............... 43 0*41 220 118 275
A g ............... 51 0*47 325 140 275
S n ............... 41 0*45 250 ' 120 294
p t ............... 45 0 *42 270 120 268
P b ............... 51 0*50 320 166 310
C ...............

!
39 0*43 230 137 284

The above table gives the mean values of the constants of the two 
empirical equations worked out where possible for all the cathodes used. In 
addition, in the case of oxygen, are given Di, the length of the dark space at 
unit current density and a pressure of one-tenth of a millimetre, and the 
potential under those conditions. These are obtained by interpolation and 
so may be regarded as the most accurate of the numbers given.

It will be seen that the values of A, E, F, Di, Y h follow very approximately 
the same order as the cathode falls given by Skinner* and Mey.f F /A  is 
practically constant and very nearly the same for both oxygen and hydrogen.

The values of Vi and Th are exceedingly interesting and are plotted 
against each other on the accompanying diagram (fig. 2). All the metals lie 
on a straight line through the origin except Sn, Pt, and Pb, which are about 
equal distances above it.

The value of B cannot be determined with much accuracy but shows no 
striking variation at all. The edge error tends to make these values of B too 
low. This remarkable constant, which represents the contraction of the dark 
space with increase of current density at the surface of the cathode, has 
already been shown to be almost unaffected by the pressure and the nature 
of the gas,} and is now proved by the results of this and the previous paper 
to be also practically independent of the nature and curvature of the cathode 
surface.

Turning to the influence of the nature of the cathode upon the dark space 
at constant C and P, its change of length may to a certain extent be accounted 
for by some such hypothesis as th is :—

Let us suppose that under such unit conditions the density of the ionisation

* ‘ Phil. Mag.,’ [6], vol. 8, p. 387. 
t  ‘ Yer. Deut. Phys. Ges.,’ 1903, vol. 5, p. 72.
+ F. W. Aston and H. E. Watson, ‘Boy. Soc. Proc.,’ 1912, A, vol. 86, p. 168.
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at the edge of the negative glow is the same for all cathodes. I t  is quite 
probable that this density of ionisation is a function of (1) the number of 
cathode particles emitted from the cathode surface, (2) the distance through 
which they travel, Di, and (3) the total energy available from each, Vi. How if 
any one of these variables becomes less, one or both of the others will probably 
become greater, so that as we pass along the series from metals which easily 
give off electrons to those which do so with more and more difficulty, we

Sn 0  X

4 0 0

'6 -8 1-0 1*2 1-4 1-6
Length of Dark Spa.ce in cm s.

should expect an increase in the length of the dark space, and the fall of 
potential across it, as is actually the case.

This rough hypothesis will account for the supply of positive ions at the 
edge of the negative glow, but when we come to consider more closely their 
transport across the dark space to the cathode the most formidable difficulties 
are met with.

Thus the author has shown,* by a method which seems very free from 
objection, that for an aluminium cathode the density of positive electrification 
p is practically constant throughout the dark space. It is equal to V / 27tD2, 
and the electric force at the surface of the cathode 2Y/D.

* F. W. Aston, ‘ Roy. Soc. Proc.,’ 1911, A, vol. 84, p. 526.
VOL. LXXXVII.— A. 2 I
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Taking the actual case of aluminium at P =  0T mm., D =  1-035 cm., 
V =  492 volts, and C =  01 milliampere or 3 x 105 E.S.U., works out to be 
0-244 E.S.U. per c.c., so that even if we give the positive ions the velocity- 
necessary for the carriage of the -whole of the current passing through the 
tube this will only amount to 1*23 x 106 cm./sec., a speed nearly ten times too 
small for the mobility worked out for the pressure and electric force given 
above.

I t  is very unlikely that such a large discrepancy can be met by supposing 
that the ionic mobilities at such low pressures do not follow the ordinary 
laws, for Mr. Todd’s most recent measurements of mobilities at pressure of 
this order show an increase rather than a* decrease in the expression velocity 
x pressure/ electric force for positive ions.

A more reasonable explanation is supplied by the hypothesis suggested by 
Skinner* that many of the positive ions rebound from the cathode without 
giving up their charges, but in this case the electric force should increase much 
more rapidly than it does close to the cathode. A moment’s consideration 
will show that surface layers of positive electrification advocated by Skinner 
and lately by Westphal,t even if they exist, are of no assistance, as in this 
case the actual electric force and its rate of change (47 were directly 
measured within a millimetre of the cathode.

Again if the distribution of electric force is the same for other metals as for 
aluminium the values of Vi, Di, given above show a constant field at the 
cathode surface with a value of p continually diminishing as we go from Mg 
to Ag, so that in order to supply the deficiency of current we should be forced 
to suppose the percentage of this carried by the negative ions greater in the 
case of silver than in that of magnesium. This seems unlikely, and at first 
sight to be in direct contradiction to our original hypothesis; but the 
possibility must not be ignored that the electrons emitted by such a metal 
as silver may start off with too high a velocity to be efficient ionisers.

The attack on these and other difficulties would be greatly assisted by even 
rough direct comparisons between the current carried up to the cathode by 
positive ions and that carried away from it by negative ones. Experiments 
have now been commenced with perforated cathodes in an attempt to solve 
this problem.

Summary of Results.
(1) The relations between the values of pressure, voltage, current, and the 

length of the dark space are determined for plane cathodes of many different

* 1 Phil. Mag.,5 1902, [6], vol. 4, p. 490. 
t  ‘ Yerhand. d. Deut. Phys. Ges.,5 1210, vol. 12.
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materials, and found to satisfy the same form of equations as those previously 
given for aluminium, the constants varying considerably.

(2) Roughness of the cathode surface does not appear to affect the discharge, 
if the dimensions of the irregularities are small compared with the length of 
the dark space.

(3) The length of the dark space is shown, in the cases examined, to be 
greatest for silver and least for magnesium, the metals following the same 
order as in the case of the cathode fall.

(4) The rate of change of length of the dark space with change of current 
density at the surface of the cathode seems much the same for all cathodes.

(5) Difficulties in the way of arriving at a satisfactory explanation of these 
and other data connected with the dark space are indicated and shortly 
discussed.

/

In conclusion the author wishes to express his best thanks to Prof. Sir 
J. J. Thomson for his kind interest and advice during the investigations 
described in this and in the previous paper.

A Speetro-photometric Comparison o f the Emissivity o f Solid and 
Liquid Gold at High Temperatures that o f a Full
Radiator.

By C. M. S t u b b s , M.A., 1851 Exhibition Scholar, University of New Zealand, 
and E. B. R. P r id e a u x , M.A., D.Sc.

(Communicated by Prof. F. G. Donnan, F.R.S. Received June 21, 1912.)

(From the M uspratt Laboratory, U niversity of Liverpool.)

Introductory.
It is well known that copper and gold emit greenish or bluish light at high 

temperatures. KirchhofFs radiation law obviously suggests a connection 
between this selective emissivity and the selective reflectivity of these metals 
at ordinary temperatures, which gives rise to their colour. According to 
that law the emissivity E' of a surface at a temperature T is connected with 
its absorptivity A, by the relation *

E '/E  =  A,
where E is the emissivity of a full radiator or “ black body ” at the same 
temperature T. This relation holds for each particular wave-length. The 
ratio E '/E  may be conveniently called, and will be referred to hereafter in

2 I 2
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